CAST STONE MIX DESIGN:  2002

MIX DESIGN

Norval Super White Cement ASTM-150

ASTM C-33 Aggregate

ASTM C-33 natural washed Sand

35 lbs Potable Water less than 9.4 lbs.(10% weight of cement) coloring pigment   ASTM C979n 

Materials:

Cement:  Type 1 complying with ASTM C-150

Fine Aggregate: Graded and washed natural sand complying with ASTM C-33 

Coarse Aggregate: 3/16”X1/4” crushed stone complying with ASTMC-33

Coloring Pigment: Synthetic and natural pigments complying with ASTM C-979

Reinforcement:  As required,  [epoxy coated rebar, galv. 1X1 S.S. wire mesh.]

Physical Requirement:

Compressive Strength: 6500 psi or higher.

Compression testing shall comply with ASTM 1194-91

Air Entrainment 4-8%

Water Absorption: 6%

Cured Weight  150 + / – lbs P.C.F.

